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Central Food Technological Research Institute

Mysore - 570 020, INDIA

FS AQCL/ATSF 05/CSC 145/2013-14 06.09.2013
Name & Address of the | /s Monarch Industrial Products India Pvt. Ltd.,
Customer Post Box No. 3, No. 25, SIDCO Industrial Fstate,

THENI - 625 531

Tamil Nadu
Request Reference : | Your letter dated 08.08.2013
N t ol P Certificate Nos.
Pﬁ::ﬂ.’:‘.l;fnple : | Epoxy Manoproof FWP® T- 0379 & T- 0380
Sample Receipt Date | 13.08.2013 Page 1 of 1

SAMPLE NOT DRAWN BY US

Global Distilled Water 0.039 18 USFDA — 175, 300
Migration Test (49°C/24 hrs) =) 1™ April 2011

Opinign: The values are within the limits
intended use for contact with potat

secified as per USFDA-175.300, 1% April 2011 for
: 'mkr at room tlmpﬁ'arure fi llmg;ﬂd storing,

“Information as given by the customer.
Please Note: The results contained in this Test Certificate relate only to the sample tested. This Certificate
is intended only for your guﬁmvnnd not valid for Mpumw for advertisement,
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